
Project: Project 1
Owner: customerservice
Site: Site of Interest 1

Sample: Sample 1
Type: Default
ID: Al-sapphire clean area
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Spectrum 1

Spectrum processing : 
No peaks omitted

Processing option : All elements analyzed (Normalised)
Number of iterations = 3

Standard :
C    CaCO3   1-Jun-1999 12:00 AM
O    SiO2   1-Jun-1999 12:00 AM
Al    Al2O3   1-Jun-1999 12:00 AM

Element App Intensity Weight% Weight% Atomic%
   Conc. Corrn.  Sigma  
C K 34.63 1.1159 0.76 0.09 1.35
O K 3776.52 2.5043 36.71 0.18 49.08
Al K 3222.41 1.2544 62.53 0.18 49.57

Totals 100.00

http://www.pdfcomplete.com/cms/hppl/tabid/108/Default.aspx?r=q8b3uige22

